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ESTIMATED HARDNESS EQUIVALENTS BETWEEN 

VICKERS AND ROCKWELL C 

 
 

Estimated Hardness Equivalents between Vickers and Rockwell C 

Please note the chart above is only intended to give a rough idea of the relationship 

between Vickers and Rockwell C hardness scales. It should not be used or relied upon to 

give accurate conversion. Much of the chart is impossible to actually practically verify by 

using the Rockwell C method. 
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Actual product may differ in color and appearance due to constant development. 
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